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Product Specification

TEST UNIT LIMIT
Colour Bright Yellow
Shape Flake
Size ~3mm—-15mm
Purity of Sulphur % mass 99.8 % minimum
Carbon % mass 0.1% maximum
Ash % mass 0.1% maximum
Acidity ( H2SO4 ) % mass 0.02 % maximum
H2S % mass 20 ppm  maximum
Moisture % mass 05% maximum
Arsenic ppm mass 50 ppm  maximum
Cadmium ppm mass 50 ppm  maximum
Copper ppm mass 20 ppm  maximum
Chloride ppm mass 20 ppm  maximum
Fluoride ppm mass 100 ppm maximum
Lead ppm mass 1.0 ppm  maximum
Mercury ppm mass 1.0 ppm  maximum
Selenium ppm mass 0.1 ppm maximum
Notes
1. Testing frequency and reporting requirements to be agreed with customer.
2. Refer to the Material Safety Data Sheet for safe handling information.
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